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Abstract:

Three-point bending and ultrasonic testing were performed on a flat plate of PBN. In the
bending experiment, the deformation mechanism was believed to be shear between the pyrolytic
layers, which yielded a shear modulus, c44, of 2.60 + 0.31 GPa. Calculations based on the
longitudinal and shear wave velocity measurements yielded values of 0.341 + 0.006 for
Poisson’s ratio, 10.34 + 0.30 GPa for the elastic modulus (c33), and 3.85 + 0.02 GPa for the shear
modulus (c44). Since free basal dislocations have been reported to affect the value of c44 found

using ultrasonic methods, the value from the bending experiment was assurned to be the more

accurate value.
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1. Introduction “

-

Spﬁngs composed of stacks of curved leaves of pyrolytic boron nitride (PBN) have been
used in microgravity experiments dealing with solidification processing of semiconductors' ™.
The springs were used to accommodate the volume change due to the shrinkage of the
semiconductor upon melting. In order to design a spring with an appropriate spring constant, the
applicable modulus of elasticity for the spring material must be known.

PBN is a highly anisotropic material. The crystal structure is hexagonal with a c/a ratio
of approximately 2.66 (calculated using lattice parameter values from Pease®). Gavrichev®
reports the spacegroup for this hexagonal structure as P63/mmc, which results in 5 independent
elastic constants’. When produced by chemical vapor deposition, the microstructure generally
consists of thin, flat plates with the c-axis perpendicular to the substrate surface®. For
applications such as curved leaf stacks, the elastic modulus needed is that of the pyrolytic
microstructure, and not that intrinsic to the hexagonal crystal structure.

Experimental determination of elastic moduli can be done using a variety of techniques.
The current work uses both a traditional method, three-point bending, and a nondestructive
technique, ultrasonic testing, to determine the elastic moduli of PBN.

Ultrasonic testing measurements have been done by a number of groups®'!. This method
relates the stiffness of the material to the velocity of the ultrasonic waves in the material and
density of the material. Ultrasonic transducers can be designed to produce both longitudinal
atomic motion, where the atomic motion is parallel to the direction of propagation of the

ultrasonic wave, and shearing/transverse atomic motion, where the atomic motion is



perpendicular to the direction of propagation of the ultrasonic wave. In single ¢rystals, or
materials with a high degree of crystallographic texturing, ultrasonié waves can be propagated

down particular crystallographic directions to give particular elastic moduli for the material.

2. Experimental Procedure

Three-point bending

A flat plate of PBN (Advanced Ceramics Co., Cleveland, OH) was tested in three-point
bending on a mechanical testing system (Instron Model 1125, Instron Corp., Canton, MA). The
flat plate measured 37.8 mm (1.49 in.) by 25.6 mm (1.01 in.) by 2.5 mm (0.098 in.“.). The c-
direction was parallel to the shortest dimension. The layers in the structure were, therefore,
parallel to the broad face. In this microstructural configuration, the layers are perpendicular to
the applied load. The support pins had diameters of 6.43 mm (0.253 in.) and 6.35 mm (0.250
in.). The distance between the pins was set to be slightly smaller than the span of the sample.
The actual distance between the pins, determined by taking the length from the outside of one
pin to the outside of the opposite pin and subtracting the radius of each, was 32.75 mm. The
radius of the ram was 4 mm. The crosshead was translated at 0.2 mm/min. The total deflection
was preset to 0.1 mm which resulted in an actual deflection of approximately 0.15 mm due to
machine limitations.

The data was recorded directly onto chart paper by the mechanical testing system. This
was done in lieu of digital recording to obtain continuous data collection. Each cycle consisted
of applying a load, pausing until steady state was reached, and unloading the sample. The

sample was cycled 7 times and data was recorded for all cycles.



The first two tests were discarded because past experience has shown that irregulariﬁes
(jaggedness, excessive settling) will generally occur in the first two '<':ycles and then not recur in
later cycles. For each of the 5 remaining cycles, the maximum load, P, and the maximum
deflection, d, were measured. A value for P/d was calculated for each cycle and the results were
averaged. The modulus, E, was then determined using equation (1), which is a rearranged form
of the standard equation for bending of a flat plate (see for example Young'?)

w P
“wid ®
where w is the width of the sample, and / is the moment of inertia given by

bh’

I= Ty (2)
where b is the depth of the sample, and 4 is the thickness of the sample.
Ultrasonic Testing

The same sample was used for ultrasonic testing as for the three-point bending tests.
Ultrasonic testing was done prior to mechanical testing to eliminate concerns about damage
occurring in the sample which would affect the ultrasonic measurements. An ultrasonic
transducer was placed on the broad surface of the flat plate so that wave propagation would be in
the c-axis direction. An ultrasonic signal was passed through the sample. The first transducer
used sent a longitudinal signal through the sample. In the longitudinal case, the atomic vibration
caused by the wave was parallel to the wave propagation. The speed of this wave in the material

was determined from the time between the original signal and the echo from the back surface of



the sample since the thickness of the sample is known. A cross-correlation algorithm'? was used

to precisely determine the time delay between the echoes. ’

Equation (3) relates the sample density, p, Poisson’s ratio, v, and the velocity of the

longitudinal ultrasonic wave, V}, to the elastic modulus, E, according to ref';

2
E- AV 1+ v)A-2v) 3)
(1-v)

The elastic constant in this case corresponded to the principal stress-strain response

perpendicular to the face of the sample. For the PBN sample, this would be the elastic constant
along the c-axis (c33).

A second transducer was used to measure the shear modulus. This transducer sent a
signal in which the atomic motion was perpendicular to the wave propagation of the signal.
Again, the velocity of the wave through the sample was determined by the time between the
original signal and the echo from the back surface of the sample. Equation (4) relates the sample

density and the velocity of the ultrasonic shear wave, ¥, to the shear modulus, G, according to

ref':

G=pV? 4)

The elastic constant in this case was therefore the elastic constant relating a shear stress in the a-

. — 7
plane to a shear strain between a-planes (C4s = Cs5 = €2323 = €1313) -

Poisson’s ratio can also be calculated from the ultrasonic wave velocities using the

following equation'*:

(37
)
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Although the derivation for the ultrasonic determination of elastic moduli assumes an
isotropic medium, application to this case can be justified. Due to the high degree of c-axis
texturing, the ultrasonic waves are propagated approximately along the c-axis, and the material is

isotropic within the basal plane. Thus, the material is isotropic about the axis of propagation,

allowing the use of this method.

3. Results

A typical chart recording for one cycle of the flat plate is shown in Fig. 1. 'The loading
curve increased monotonically. There was a very small loading transient, most lik‘ely due to
settling of the contact points. The bulk of the loading curve was linear to the maximum load.
There was a small inflection in the unloading curve that was believed to be due to the machine

behavior and not due to the behavior of the material. The data from the cycles are given in Table

1. The average P/d value was 127.7 + 15.3 N/mm. Using equation (1), this yields a modulus of

2.60+0.31 GPa.

To determine the contribution of the apparatus on the data, experiments using flat plates
of fused quartz were performed in the same manner as the flat plate of PBN. A typical chart
record from a three-point bend test performed using a flat plate of quartz is shown in Fig. 2.

Quartz was used because its elastic modulus of 71.7 GPa (10.4 x 10° psi) is well
established'®. The load versus deflection data from these experiments was used with equation
(1) to calculate the elastic constant obtained via the apparatus used in this work. The calculated
modulus of 71.04 + 3.01 GPa agreed with the reported value of 71.7 GPa within experimental

error. The deflection of the apparatus was therefore assumed to be negligible throughout this



work. All curves had loading transients. This was probably due to a combinatjon of settlirig of
the contact points between the sample and the pins, the platen and tfle load cell, ar;d the ram and
the crosshead. All curves also had inflections in the unloading curves. This supports the
hypothesis that this is due to the behavior of the machine, not due to the behavior of the material.
Both of these loading and unloading effects are assumed to be due fo the apparatus since a
perfectly isotropic material, such as fused quartz, would not behave differently on loading and
unloading.

The values measured from the ultrasonic experiments are given in Table 2 The density
of the sample was measured (2.146 + 0.003 g/cm3 ) prior to ultrasonic testing. Each ultrasonic
wave velocity measurement was repeated three times with no measurable variation seen between
the three experiments. The error stated for the ultrasonic wave velocities are the errors in the
cross correlation velocities. The values for Poisson’s ratio, the elastic modulus, and the shear

modulus are calculated using equations (3) to (5). The value calculated for Poisson’s ratio was

0.341 + 0.006. Ultrasonic testing yielded an elastic modulus, c33, of 10.34 + 0.30 GPa, and a

shear modulus, c44, of 3.85 + 0.02 GPa.

4. Discussion

The values reported in the literature for the elastic moduli of PBN are given in Table 3.
The choice of which elastic constant to use for a given application is non-trivial. These values
were determined from a variety of methods including calculations based on thermal conductivity
measurements®, ultrasonic measurements on materials of different interlayer spacing'(’, thermal

. . . 18 : £9-20
expansion data”, torsional creep experiments -, and compression measurements .



In three-point bending of the flat plate, the failure mechanism would be\expected to. be
delamination of the layers. The combination of stress due to the chemical vapor deposition |
process and the planar structure of PBN leads to failure by delamina'tionzo. Thus, the
deformation mechanism is shear between the layers, and the modulus measured from the three-
point bending experiment should be c44. This value closely matches the value for 44 reported by
Duclaux?® for a material of comparable density and structure. Archer”® notes that elastic bending
by basal planes sliding over each other (g44) contributes to the flexibility of PBN. This also
supports the idea that the deformation mechanism is shear between layers.

The value of Poisson’s ratio calculated from the ultrasonic measurements l;sing equation
(5) was 0.341 while the values reported in the literature are 0.25 (from Advanced Ceramics'?)
and —0.025 (from Basche?' from hydrostatic pressure tests). The values reported in the literature
are for the a-direction, while the value calculated here is for the c-direction. For an anisotropic
material such as PBN, this difference is reasonable.

The value for the elastic modulus from ultrasonic testing is considerably less than the

reported values for c33 in Table 3. Duclaux® determined the relationship between c33 and the
interlayer distance, &, to be

€33 =18.7-672.8(6 —0.333)

~ where ¢33 is in GPa and &is in nm. For the value of ¢33 calculated from the ultrasonic wave
velocity of 10.34 GPa, the corresponding interlayer distance is 0.345 nm which, in turn,
corresponds to a c-lattice parameter of 0.690 nm (6.90 A). This is a reasonable c-lattice

parameter for PBN that is only 95 % dense. The good agreement between the current results and



the results of Duclaux lead us to conclude that the current measurement was cerrect and the':.
theoretical calculation of Kelly'” based on thermal expansion data v_x.ras too large. ’

Density variations can affect the measured wave velocity®. Porosity in this plate-like
microstructure will tend to reside between plates. This will have an effect on the measured
elastic modulus along the c-axis, as the porosity directly impedes the transmission of atomic
motion perpendicular to the plates. This porosity will result in a reduction in the calculated value
for c33. That is, the value of ¢33 calculated from equation (3) for a fully dense material should be
slightly higher than the value calculated from these tests since both the ultrasonic wave velocity
and the density would be larger. However, PBN made by chemical vapor deposition is typically
96 % dense so the c33 value of 10.34 GPa should apply to most PBN.

The value for the shear modulus from the ultrasonic tests is larger than the highest
reported value for c44 and the value from the three point bending tests. Duclaux® reports that the
value of c44 is a function of microstructure, but the relation for cs4 is not as straightforward as for
¢33. Duclaux® reported values of cq4 for BN samples ranging from <0.01 GPa for a turbostratic
sample to 1.54 GPa and 2.52 GPa for other samples. They attributed the decrease in c44 in some
samples to the presence of free basal dislocations and point defects such as vacancies or
interstitial atoms. They noted that ultrasonic methods used to determine c44 in PBN were

affected by the presence of free basal dislocations. Thus, the value for c44 found using three-

point bending was taken to be the more accurate value for c44.



5. Conclusions .

A ﬂﬂat plate of PBN tested in three point bending yielded an effective elastic modulus of
2.60 £ 0.31 GPa. Since the mechanism of deformation is believed to be shear between layers in
the pyrolytic structure, this value was assigned to the shear modulus, c44. This value closely
matched the values reported for c44 in the literature.

Ultrasonic measurements were performed on a flat plate of PBN to determine the elastic
modulus and the shear modulus. The ultrasonic wave velocity measurements performed on the
same flat plate of PBN yielded values for Poisson’s ratio of 0.341 £ 0.006, for the elastic
modulus, ¢33, of 10.34 + 0.30 GPa and for the shear modulus, c44, of 3.85 £ 0.02 GPa. Since free
basal dislocation have been reported to affect c44 values determined using ultrasonic methods, the
value of c44 found in three-point bend testing (2.60 GPa) was assumed to be the more accurate

value.
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7. Figure Captions

Figure 1. Load versus deflection chart recording from cycle 7 for
the flat plate PBN experiment with maximum load, P =
4.52 Ibf = 20.1 N and maximum deflection, d = 0.17 mm

(0.500 Ibf=2.224 N).

Figure 2. Load versus deflection chart recording for one cycle of
the flat plate fused quartz experiment with maximum load,

P =3.151bf=14.0 N and maximum deflection, d = 0.64

mm (0.500 Ibf=2.224 N).
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Table 1. Results of three-point bend tests. |

-

Resultant

Cycle Maximum load, Maximum P/d (N/mm)
PN deflection, d Modulus, £

(mm) (GPa)

3 16.2 0.14 1154 2.35

4 15.7 012 | 1310 2.67

5 18.0 0.15 120.2 2.45

6 20.6 - 0.13 - 153.0 3.12

7 20.1 ] 0.17 119.1 243

Average of cycles 3-7: | 127.7+/-15.3

2.60 +/- 0.31
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Table 2. Results of ultrasonic testing.

Id

Property

. |Determined

Value

Density (measured prior to ultrasonic testing), p (g/cm”)

2.146 £ 0.003

Measured Longitudinal Velocity, ¥; (cm/usec)

0.273 + 0.0005

Measured Shear Velocity, V; (cm/psec)

0.134 + 02’6003’_—

Calculated Poisson’s Ratio, v

0.341 + 0.006

Calculated Elastic Modulus, E (GPa)
Calculated Shear Modulus, G (GPa)

10355030
3.85+0.02
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Table 3. Reported Values for the Elastic Moduli of PBN. .

Cu Cs3 Cin Ci3 Cas E/a Eyc | Ref.
2.52 Duclaux®
1.54
750 18.7 150 ' Jager'®
830 29.5 13 50 0 Kelly™
o |l 78 | | Pezzotti'™® ]
o T 22 | 476 | Advanced
Ceramics'’
) 7196 | 69 Archer’® o
260 | ‘ Current work -
3 point bending
10.34 3.85 ‘Current work —

ultrasonic testing

16
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Figure 1. Load versus deflection chart recording from cycle 7 for
the flat plate PBN experiment with maximum load, P =

4.52 1bf = 20.1 N and maximum deflection, d = 0.17 mm
(0.500 1bf=2.224 N).
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Figure 2. Load versus deflection chart recording for one cycle of
the flat plate fused quartz experiment with maximum load,
P =3.151bf = 14.0 N and maximum deflection, d = 0.64

mm (0.500 1bf=2.224 N).



